	Polymer
	5K
	20K
	50K
	100K

	Carboxy Telechelics

· PSd8-diCOOH
	5.0g 3.5K


	4.0g 21.5K
	Estimated done by 1st or 2nd week of November
	Estimated done by 1st or 2nd week of November

	Epoxy Telechelics

· PSd8-diepoxy
	2.5g 3.0K

~250mg 10K


	3.0g 19K
	2.5g 66K

~750mg 50K
	4.0g 80K

	Anhydride Telechelics

· PSd8-diAnh
	Estimated done by 1st or 2nd week of November
	Estimated done by 1st or 2nd week of November
	Estimated done by 1st or 2nd week of November
	Estimated done by 1st or 2nd week of November

	Fluorescent Telechelics

· PI-APE diepoxy

· PI-APE diamine
	
	
	
	

	Monofunctional Polymers

· PMMAd8 epoxy 75K

· PMMAd8 amine 75K
	~2.0g Epoxy 5K
	
	
	


